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SEBUM / PIGMENT SOILING 
For Assessing the Efficiency of Detergents

article 118
soiling on cotton

article 119
soiling on polyester/cotton

These test fabrics are soiled  
with a mixture of artificially  
produced sebum and pigments 
such as soot, kaolin and iron 
oxide. They are useable at all 
washing temperatures.

Article 118 & 119 is sensitive to the amount of detergent and slightly  
to the temperature. It is nearly insensitive to bleaching agents and to  
enzymes.The characterisation of Article 119 is under consideration.
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General washing behaviour (article 118)

Additional influence of bleaching agent (article 118)

100 % correspond  
to 6.9 g IEC A* + 
1.8 g sodiumperbo
rate +0.27 g TAED/l 
washing liquor

unwashed 0 40 70 100 0 40 70 100 0 40 70 100 0 40 70 100 % heavy duty  
washing powder

% heavy duty  
washing powder

20 °C

Top range HA household washing machine

Wascator FOM 71 CLS

30 °C

30 °C

40 °C

40 °C

60 °C

60 °C

unwashed 0 50 100 0 50 100 0 50 100

100 % correspond  
to 5.3 g IEC A*  
+1.4 g sodiumper
borate +0.21 g 
TAED/l washing 
liquor

without 
bleaching agent

with  
bleaching agent
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